gﬂh g:;
o
CHINA BASE

IMTERMNAT IC ML

™ . china-base.com bk

SPECICATION OF RAW MATERIALS OF DIODE
SRR TR

PR & 8 IR S e K B U A e
Commodity Inspection Item Classification Acceptance Criteria
It & E AQL=0.010
ﬁ#' H Appearance Major
Dice ?ﬁfz 3 El T
Electrical Critical > 95%
- N El ol 53 /4 04%/1 35
Bl Dimension Critical 5pcsl/lot. , 0Ac/1Re
Lead Wires 9 @ = R 40 T = 2 1[%/3 350
Appearance Major 40pcs/lot. , 2Ac/3Re
S| El R 50 ¥ /10KK » 0 Ij%/1 35
Dimension Critical 50pcs/10KK, OAc/1Re
It 8 = Rl AQL=0.010
Visual Inspection Major
L R El T 50 3 /1= 0 [%/1 35
3 Tensile Test Critical 50pcsl/lot. , OAc/1Re
Glass Case b B9 % El el 50 L /> 0457154
Snap Test Critical 50pcs/lot. , OAc/1Re
I A (AR 50 3 /4= 0 571 35
Temp. Cycle Test Critical 50pcs/lot. , OAc/1Re
S 1l 1 R iRl 50 4 /4= 0 %/1 3L
High Pressure / High Humidity/ Critical 50pcsl/lot. , OAc/1Re
High Temperature Test
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